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Single-molecule conductance of dipyridines
binding to Ag electrodes measured by
electrochemical scanning tunneling microscopy
break junction
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Abstract

We have measured the conductance of three pyridyl-terminated molecules binding to Ag electrodes by using
electrochemical jump-to-contact scanning tunneling microscopy break junction approach (ECSTM-BJ). Three
molecules, including 4,4′-bipyridine (BPY), 1,2-di(pyridin-4-yl)ethene (BPY-EE), and 1,2-di(pyridin-4-yl)ethane
(BPY-EA), contacting with Ag electrodes show three sets of conductance values, which follow the order of
BPY > BPY-EE > BPY-EA. These values are smaller than those of molecules with Au electrodes, but larger than those of
molecules with Cu electrodes. The difference may attribute to the different electronic coupling efficiencies between
the molecules and electrodes. Moreover, the influence of the electrochemical potential on the Fermi level of electrodes
is also discussed.
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Background
Single metal-molecule-metal junctions have attracted much
attention for their fundamentally important role in mo-
lecular electronics [1-3]. While the molecular structure is
demonstrated to influence the charge transport through
single-molecule conductance [4,5], the contact between
electrode and molecule also plays an important role [6,7].
For example, the electrode materials can influence the
electronic coupling between electrodes and molecules,
such as the interaction of electrode-anchoring group and
the alignment of the energy level of electrode-molecule
[8,9]. Typically, most of the conductance measurements
of single-molecule junctions were performed by using Au
as electrode for its chemically inert property [10]. How-
ever, it is also important to study the non-Au electrodes to
fully understand the charge transport through single-
molecule junctions. We pay attention to the Ag electrodes
for the following reasons: Ag has strong optical enhance-
ment property and high catalytic activity [10-12]. It has a
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similar electronic structure with Au and Cu and is easy
for comparison among them.
Single-molecule conductance can be measured by scan-

ning tunneling microscopy (STM) break junction (STM-
BJ), mechanically controllable break junction (MCBJ),
STM trapping and conducting atomic force microscopy,
and so on [13-21]. Though lots of works have been done
on the electron transport of single-molecule junctions by
using the above methods, there is limited investigation on
single-molecule junctions with non-Au electrodes [10,22].
We have developed an electrochemical jump-to-contact

scanning tunneling microscopy break junction approach
(ECSTM-BJ) [23]. By using this approach, single-molecule
junctions with carboxylic acid binding to different metallic
electrodes were systematically investigated [9,24]. Since the
pyridyl group also has received much attention [15,17,25-27],
we recently extended this approach to the conductance
measurement of pyridyl-based molecules binding to Cu
electrode, which shows that the single-molecule conduct-
ance with pyridyl-Cu contacts is smaller than that with
pyridyl-Au contacts [28]. In this work, we focus on the
single-molecule junctions with pyridyl group (Figure 1a)
binding to Ag contacts by ECSTM-BJ. Especially, the
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Figure 1 Molecular structure and schematic diagram of ECSTM-BJ.
(a) Molecular structures of 4,4′-bipyridine (BPY), 1,2-di-(pyridin-4-yl)
ethene (BPY-EE), and 1,2-di(pyridin-4-yl)ethane (BPY-EA), and
(b) schematic diagram of Ag-molecule-Ag junctions formed by
the ECSTM-BJ.
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influence of the electrochemical potential on the Fermi
level of electrode is discussed.

Methods
Au(111) was used as substrate, and mechanically cut Pt-Ir
(Φ = 0.25 mm) wires were used as the tips. The latter was
insulated by the thermosetting polyethylene glue to reduce
the leakage current of the electrochemical reaction. Ag
and Pt wire were used as the reference and counter elec-
trodes, respectively. 1,2-Di(pyridin-4-yl)ethene (BPY-EE)
and 1,2-di(pyridin-4-yl)ethane (BPY-EA) were purchased
from Sigma-Aldrich Corp. (St. Louis, MO, USA), while
4,4′-bipyridine (BPY) and Ag2SO4 (99.999%) were pur-
chased from Alfa Aesar (Ward Hill, MA, USA). H2SO4

was purchased from Sinopharm Chemical Reagent Co.,
Ltd. (Shanghai, China). All aqueous solutions were pre-
pared with ultrapure water (>18 MΩ cm).
The conductance of the Ag-molecule-Ag junctions

was measured by repeatedly forming and breaking the
molecular junctions on the modified Nanoscope IIIa
STM (Veeco Instruments, Inc., Plainview, NY, USA),
and the process was described in detail in our previously
reports (Figure 1b) [9,28]. To achieve this process, Ag
was continuously electrodeposited onto the STM tip.
Then, the deposited tip was pulled far away from the
substrate about several tens of nanometers with the
STM feedback disabled. Next, the tip was driven towards
the surface until a certain tip current was reached; the
atoms of the deposited metal on the tip would transfer
to the substrate upon the application of a pulse on the
z-piezo of STM, and this is the so-called jump-to-
contact process. Atomic-sized wire of the deposited
metal could be obtained by pulling the tip out of the
contact. Lastly, the molecular junctions with the deposited
metal as electrode were formed after breaking of the
atomic-sized metal wire. Conductance curves were re-
corded at the same time. Then, we moved the tip to other
positions and repeated the whole process. Typically, large
conductance traces were obtained, and hundreds from
thousands traces with clear stepwise features were selected
to get a statistical result. The selection rate is around 15%,
which is similar as that of pyridyl-Cu contact in an acidic
solution in our previously report [28]. The low selection
rate may be caused by the protonated pyridyl group [28].
All experiments were carried out at a fixed bias voltage of
50 mV.

Results and discussion
Conductance of BPY-EE contacting with Ag electrodes
The conductance of Ag-(BPY-EE)-Ag junctions was
measured in 0.05 M H2SO4 aqueous solution containing
1 mM Ag2SO4 and 0.5 mM BPY-EE by using the
ECSTM-BJ approach. In order to avoid the deposition of
Ag+ and pyridyl group in a neutral solution, the acidic
supporting electrolyte was used. Though the pyridyl
group is in protonated form in this acidic solution, it
may contact with the electrode through a deprotonated
form [28]. The Au(111) substrate and Pt-Ir tip were set
at 45 and −5 mV vs the Ag wire, respectively.
Figure 2a shows the typical conductance curves of

Ag-(BPY-EE)-Ag, presenting a rapid drop from step of
58 ± 32 nS ((7.5 ± 4.2) × 10−4 G0). The one-dimensional
conductance histogram constructed from hundreds of
such individual conductance traces reveals single-molecule
conductance values of 58 ± 32 nS (Figure 2b), and the con-
ductance value is the same as that of a two-dimensional
(2D) histogram (Figure 2c), which is constructed by count-
ing the number of data at each conductance value with
each stretching distance from the conductance curves
[9,29]. In other words, individual data points are binned in
a two-dimensional histogram (the bin size for the distance
is 0.005 nm), while the conductance value for the (BPY-
EE)-Ag contact in Figure 2c is 8.9 nS (0.89 nS for Figure 3c
and 0.056 nS for Figure 3f). Typically, a conductance value
close to a saturated range of the scanner amplifier was set
for zero distance in the 2D histograms. The high counts
can represent the most typical breaking behavior of the
molecular junctions in such 2D histogram. We can also
get the 10 × 10 arrays of the Ag clusters, which were
formed simultaneously by the breaking of the junctions
as shown in Figure 2d.
Two more sets of conductance values 7.0 ± 3.5 nS

((0.90 ± 0.46) × 10−4 G0) (Figure 3a,b,c) and 1.7 ± 1.1 nS
((0.22 ± 0.14) × 10−4 G0) (Figure 3d,e,f ) were also found
for the Ag-(BPY-EE)-Ag junctions. These are consistent
with the contacts with Cu and Au, which also have three
sets of conductance values [17,27,28]. The multiple



Figure 2 High conductance of the Ag-(BPY-EE)-Ag junctions. (a) Typical conductance curves for high conductance (HC) of Ag-(BPY-EE)-Ag
junctions. (b) 1D and (c) 2D conductance histogram of the Ag-(BPY-EE)-Ag junctions constructed from the curves shown in (a). (d) The STM
image (150 × 150 nm2) of a 10 × 10 array of Ag clusters simultaneously generated with the conductance curves.
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conductance values can be contributed to the different
contact configurations between the electrode and an-
choring group [7,30]. The conductance values 58 ± 32,
7.0 ± 3.5, and 1.7 ± 1.1 nS can be denoted as high con-
ductance (HC), medium conductance (MC), and low
conductance (LC), respectively. Taking the HC value as
example, the conductance values for pyridyl-Cu and
pyridyl-Au are 45 and 165 nS, respectively, as reported
by our group [28]. The conductance value of pyridyl-
Ag is in between them. Moreover, it also shows the
same order for the MC and LC with different metal
electrodes. The different conductance values can be
contributed to the different electronic coupling effi-
ciencies between the molecules and electrodes [9].
We will discuss it later.

Conductance of BPY and BPY-EA contacting with Ag
electrodes
We also carried out the conductance measurement of
BPY and BPY-EA contacting with Ag electrodes by using
the same method. The results are shown in Figure 4. The
HC, MC, and LC of BPY are 140 ± 83 nS ((18.1 ± 10.7) ×
10−4 G0), 19.0 ± 8.8 nS ((2.4 ± 1.1) × 10−4 G0), and 6.0 ± 3.8
nS ((0.78 ± 0.49) × 10−4 G0), while those of BPY-EA are
14.0 ± 8.8 nS ((1.8 ± 1.1) × 10−4 G0), 2.4 ± 1.1 nS ((0.31 ±
0.14) × 10−4 G0), and 0.38 ± 0.16 nS ((0.049 ± 0.021) ×
10−4 G0), respectively. The single-molecule conductance
values of BPY, BPY-EE, and BPY-EA are summarized in
Table 1.
Taking the HCs of BPY (140 ± 83 nS), BPY-EE (58 ±

32 nS), and BPY-EA (14.0 ± 8.8 nS) as examples, the con-
ductance of BPY is about twice that of BPY-EE, and 10
times that of BPY-EA. Though BPY-EE and BPY-EA have
similar lengths of 0.95 nm, BPY-EE is kept with conju-
gated backbone, while the conjugated backbone is inter-
rupted by the insertion of CH2CH2 in BPY-EA [25,31].
These facts have contributed to the big difference between
the conductance of BPY-EE and BPY-EA. The conduct-
ance values of BPY and BPY-EA contacting with Ag are
also in between those of BPY and BPY-EA contacting with
Au and Cu electrodes.

The influence of the metal electrodes on the
single-molecule conductance
Now, we will focus on the influence of metal electrodes
on the single-molecule conductance. We compare the
single-molecule conductance contacting with Ag, Au,
and Cu electrodes. Taking the HC as example, the con-
ductance value of pyridyl-Ag is between the values of
pyridyl-Au and pyridyl-Cu as shown in Figure 5. It is in



Figure 3 Medium and low conductance of the Ag-(BPY-EE)-Ag junctions. Typical conductance curves for (a) medium conductance (MC) and
(d) low conductance (LC) of the Ag-(BPY-EE)-Ag junctions. (b) MC and (e) LC of 1D conductance histogram of single-molecule junctions of
Ag-(BPY-EE)-Ag. (c) MC and (f) LC of 2D conductance histograms of single-molecule junctions of Ag-(BPY-EE)-Ag.
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the same order for the MC and LC with different metal
electrodes. It was reported that the binding interaction
of pyridyl with Ag, Cu, and Au follows the order of
pyridyl-Cu ~ pyridyl-Au > pyridyl-Ag by theoretical cal-
culation [32], which is different from the conductance
value order of pyridyl-Au > pyridyl-Ag > pyridyl-Cu. Thus,
the conductance difference may mainly be contributed to
the efficiency of electron transport along the molecule for
Cu, Au, and Ag [28].
It was reported that the LUMO is the essential or-

bital channel for the electron transport in the Au-
BPY-Au junction without potential control of the
electrodes [26,27]. However, the situation may be
complex in the current experiment with the control
of the electrode potential. The Fermi level of the elec-
trode would be changed by the potential. Usually, the
Fermi energy of the hydrogen reference electrode
under standard conditions (SHE) is considered as the
zero energy in electrochemistry, while the energy of
SHE is very close to 4.44 eV [33]. Typically, the
standard potentials for the Ag+|Ag and Cu2+|Cu are
0.80 V (SHE) and 0.34 V (SHE), respectively [34]. If
we consider the influence of the concentrations of the
metal ion (1 mM Ag2SO4 and 1 mM CuSO4), the po-
tentials for the equilibria

Agþ 1mMð Þ þ e− ↔Ag

Cu2þ 1mMð Þ þ 2e− ↔Cu

are 0.64 V (SHE) and 0.25 V (SHE), respectively. We
also measured the potentials of the Ag+|Ag in the aque-
ous solution containing 0.05 M H2SO4 + 1 mM Ag2SO4 +
0.5 mM BPY and Cu2+|Cu in the 0.05 M H2SO4 + 1
mM CuSO4 + 0.5 mM BPY, which give out the 0.65 V
(SHE) for Ag+|Ag and 0.25 V (SHE) for Cu2+|Cu. Cor-
respondingly, these values are similar with the above cal-
culated values. We can infer that the Fermi energy levels
for Ag+|Ag and Cu2+|Cu are −5.09 and −4.69 eV from
the measured potentials, respectively. For the Au elec-
trode, we found that the potential of Au wire is about
0.45 V in 50 mM H2SO4 + 0.5 mM BPY and give out
−4.89 eV for the Fermi energy of Au. Returning back to
our experiments, the electrodes were controlled near the
potentials of the reference wires (Ag, Cu, and Au) [28];
thus the Fermi energy of the electrode may also be ap-
proximated to these energy levels. However, these values



Figure 4 HC, MC, and LC of the Ag-BPY-Ag junctions. (a) HC, (b) MC, and (c) LC histograms of the BPY junctions contacting with Ag. (d) HC,
(e) MC, and (f) LC histograms of the BPY-EA junctions contacting with Ag.
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are quite different from the Fermi energy of Au (−5.13
eV), Ag (−4.65 eV), and Cu (−4.26 eV) in vacuum [35],
and may change the essential orbital channel of the
molecules.
It is not possible to know which orbital channel (such as

HOMO or LUMO) is actually the most favorable in the
current study. However, the conductance order of the
single-molecule junctions with different metallic elec-
trodes is caused by the different coupling efficiency be-
tween the metallic electrodes and the anchoring group,
and also the molecular energy levels and Fermi energy
level of the electrodes [8,9]. Further calculations are
needed to fully understand the influence of the metallic
electrodes.
Conclusions
We have measured the single-molecule conductance of
pyridine-terminated molecules contacting with Ag
Table 1 Summary of single-molecule conductance with
contact of the Ag electrodes

Molecules HC (nS) MC (nS) LC (nS)

BPY 140 ± 83 19.0 ± 8.8 6.0 ± 3.8

BPY-EE 58 ± 32 7.0 ± 3.5 1.7 ± 1.1

BPY-EA 14.0 ± 8.8 2.4 ± 1.1 0.38 ± 0.16
electrodes. All three molecules (BPY, BPY-EE, and BPY-
EA) have three sets of conductance values and show the
order of BPY > BPY-EE > BPY-EA. These values are lar-
ger than those of molecules with the Cu electrodes, but
smaller than those of molecules with the Au electrodes.
The different single-molecule conductance between Ag,
Cu, and Au electrodes can be attributed to the different
electronic coupling efficiencies between the molecules
and electrodes.
Figure 5 HC of BPY, BPY-EE, and BPY-EA contacting with Ag,
Cu, and Au electrodes. HC of single-molecule junctions of BPY,
BPY-EE, and BPY-EA contacting with Ag, Cu, and Au electrodes. The
data for Cu and Au are from Zhou et al. [28].



Zhou et al. Nanoscale Research Letters 2014, 9:77 Page 6 of 6
http://www.nanoscalereslett.com/content/9/1/77
Competing interests
The authors declare that they have no competing interests.

Authors’ contributions
XYZ and YHW carried out the experiments. HMQ analyzed the results. XSZ,
XYZ, JFZ, and ZJN conceived and designed the experiments, analyzed the
results, and wrote the manuscript. All authors read and approved the final
manuscript.

Authors’ information
XYZ is a Master's degree student under the supervision of XSZ in the
Institute of Physical Chemistry, Zhejiang Normal University, China.

Acknowledgements
We gratefully thank the financial support by the National Natural Science
Foundation of China (Nos. 21003110 and 21273204).

Received: 22 December 2013 Accepted: 6 February 2014
Published: 17 February 2014

References
1. Bruot C, Hihath J, Tao NJ: Mechanically controlled molecular orbital

alignment in single molecule junctions. Nat Nanotechnol 2012, 7:35–40.
2. Kiguchi M, Kaneko S: Single molecule bridging between metal electrodes.

Phys Chem Chem Phys 2013, 15:2253–2267.
3. Song H, Reed MA, Lee T: Single molecule electronic devices. Adv Mater

2011, 23:1583–1608.
4. Venkataraman L, Klare JE, Nuckolls C, Hybertsen MS, Steigerwald ML:

Dependence of single-molecule junction conductance on molecular
conformation. Nature 2006, 442:904–907.

5. He J, Chen F, Li J, Sankey OF, Terazono Y, Herrero C, Gust D, Moore TA,
Moore AL, Lindsay SM: Electronic decay constant of carotenoid polyenes
from single-molecule measurements. J Am Chem Soc 2005,
127:1384–1385.

6. Chen F, Li XL, Hihath J, Huang ZF, Tao NJ: Effect of anchoring groups on
single-molecule conductance: comparative study of thiol-, amine-, and
carboxylic-acid-terminated molecules. J Am Chem Soc 2006,
128:15874–15881.

7. Li XL, He J, Hihath J, Xu BQ, Lindsay SM, Tao NJ: Conductance of single
alkanedithiols: conduction mechanism and effect of molecule-electrode
contacts. J Am Chem Soc 2006, 128:2135–2141.

8. Ko CH, Huang MJ, Fu MD, Chen CH: Superior contact for single-molecule
conductance: electronic coupling of thiolate and isothiocyanate on Pt,
Pd, and Au. J Am Chem Soc 2010, 132:756–764.

9. Peng ZL, Chen ZB, Zhou XY, Sun YY, Liang JH, Niu ZJ, Zhou XS, Mao BW:
Single molecule conductance of carboxylic acids contacting Ag and Cu
electrodes. J Phys Chem C 2012, 116:21699–21705.

10. Kim T, Vázquez H, Hybertsen MS, Venkataraman L: Conductance of
molecular junctions formed with silver electrodes. Nano Lett 2013,
13:3358–3364.

11. Cui L, Chen P, Chen S, Yuan Z, Yu C, Ren B, Zhang K: In situ study of the
antibacterial activity and mechanism of action of silver nanoparticles by
surface-enhanced Raman spectroscopy. Anal Chem 2013, 85:5436–5443.

12. van Schrojenstein Lantman EM, Deckert-Gaudig T, Mank AJG, Deckert V,
Weckhuysen BM: Catalytic processes monitored at the nanoscale with
tip-enhanced Raman spectroscopy. Nat Nano 2012, 7:583–586.

13. Ho Choi S, Kim B, Frisbie CD: Electrical resistance of long conjugated
molecular wires. Science 2008, 320:1482–1486.

14. Sedghi G, Garcia-Suarez VM, Esdaile LJ, Anderson HL, Lambert CJ, Martin S,
Bethell D, Higgins SJ, Elliott M, Bennett N, Macdonald JE, Nichols RJ: Long-range
electron tunnelling in oligo-porphyrin molecular wires. Nat Nanotechnol 2011,
6:517–523.

15. Xu BQ, Tao NJ: Measurement of single-molecule resistance by repeated
formation of molecular junctions. Science 2003, 301:1221–1223.

16. Chen IWP, Fu M-D, Tseng W-H, Chen C-H, Chou C-M, Luh T-Y: The effect of
molecular conformation on single molecule conductance: measurements
of pi-conjugated oligoaryls by STM break junction. Chem Commun 2007,
29:3074–3076. doi:10.1039/B705521H.

17. Hong W, Manrique DZ, Moreno-García P, Gulcur M, Mishchenko A, Lambert CJ,
Bryce MR, Wandlowski T: Single molecular conductance of tolanes:
experimental and theoretical study on the junction evolution
dependent on the anchoring group. J Am Chem Soc 2012,
134:2292–2304.

18. Tian JH, Yang Y, Liu B, Schollhorn B, Wu DY, Maisonhaute E, Muns AS, Chen Y,
Amatore C, Tao NJ, Tian ZQ: The fabrication and characterization of
adjustable nanogaps between gold electrodes on chip for electrical
measurement of single molecules. Nanotechnology 2010, 21:274012.

19. Haiss W, van Zalinge H, Higgins SJ, Bethell D, Hobenreich H, Schiffrin DJ,
Nichols RJ: Redox state dependence of single molecule conductivity.
J Am Chem Soc 2003, 125:15294–15295.

20. Diez-Perez I, Hihath J, Hines T, Wang Z-S, Zhou G, Mullen K, Tao N: Controlling
single-molecule conductance through lateral coupling of pi orbitals.
Nat Nanotechnol 2011, 6:226–231.

21. Arroyo CR, Frisenda R, Moth-Poulsen K, Seldenthuis JS, Bjornholm T, van der
Zant HSJ: Quantum interference effects at room temperature in
OPV-based single-molecule junctions. Nanoscale Res Lett 2013, 8:1–6.

22. Kiguchi M, Murakoshi K: Conductance of single C60 molecule bridging
metal electrodes. J Phys Chem C 2008, 112:8140–8143.

23. Zhou XS, Wei YM, Liu L, Chen ZB, Tang J, Mao BW: Extending the
capability of STM break junction for conductance measurement of
atomic-size nanowires: an electrochemical strategy. J Am Chem Soc 2008,
130:13228–13230.

24. Zhou XS, Liang JH, Chen ZB, Mao BW: An electrochemical jump-to-contact
STM-break junction approach to construct single molecular junctions
with different metallic electrodes. Electrochem Commun 2011, 13:407–410.

25. Zhou XS, Chen ZB, Liu SH, Jin S, Liu L, Zhang HM, Xie ZX, Jiang YB, Mao BW:
Single molecule conductance of dipyridines with conjugated ethene and
nonconjugated ethane bridging group. J Phys Chem C 2008,
112:3935–3940.

26. Quek SY, Kamenetska M, Steigerwald ML, Choi HJ, Louie SG, Hybertsen MS,
Neaton JB, Venkataraman L: Mechanically controlled binary conductance
switching of a single-molecule junction. Nat Nanotechnol 2009, 4:230–234.

27. Wang C, Batsanov AS, Bryce MR, Martin S, Nichols RJ, Higgins SJ, Garcia-Suarez VM,
Lambert CJ: Oligoyne single molecule wires. J Am Chem Soc 2009,
131:15647–15654.

28. Zhou XY, Peng ZL, Sun YY, Wang LN, Niu ZJ, Zhou XS: Conductance
measurement of pyridyl-based single molecule junctions with Cu and
Au contacts. Nanotechnology 2013, 24:465204.

29. Martin CA, Ding D, Sorensen JK, Bjornholm T, van Ruitenbeek JM, van der
Zant HSJ: Fullerene-based anchoring groups for molecular electronics.
J Am Chem Soc 2008, 130:13198–13199.

30. Li C, Pobelov I, Wandlowski T, Bagrets A, Arnold A, Evers F: Charge
transport in single Au|alkanedithiol|Au junctions: coordination
geometries and conformational degrees of freedom. J Am Chem Soc
2008, 130:318–326.

31. Kamenetska M, Quek SY, Whalley AC, Steigerwald ML, Choi HJ, Louie SG,
Nuckolls C, Hybertsen MS, Neaton JB, Venkataraman L: Conductance and
geometry of pyridine-linked single-molecule junctions. J Am Chem Soc
2010, 132:6817–6821.

32. Wu DY, Li JF, Ren B, Tian ZQ: Electrochemical surface-enhanced Raman
spectroscopy of nanostructures. Chem Soc Rev 2008, 37:1025–1041.

33. Morrison RS: Electrochemistry at Semiconductor and Oxidized Metal Electrodes.
New York: Plenum; 1980.

34. Bratsch SG: Standard electrode potentials and temperature coefficients in
water at 298.15 K. J Phys Chem Ref Data 1989, 18:1–21.

35. Michaelson HB: The work function of the elements and its periodicity.
J Appl Phys 1977, 48:4729–4733.

doi:10.1186/1556-276X-9-77
Cite this article as: Zhou et al.: Single-molecule conductance of
dipyridines binding to Ag electrodes measured by electrochemical
scanning tunneling microscopy break junction. Nanoscale Research Letters
2014 9:77.


	Abstract
	Background
	Methods
	Results and discussion
	Conductance of BPY-EE contacting with Ag electrodes
	Conductance of BPY and BPY-EA contacting with Ag electrodes
	The influence of the metal electrodes on the single-molecule conductance

	Conclusions
	Competing interests
	Authors’ contributions
	Authors’ information
	Acknowledgements
	References


<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /PageByPage
  /Binding /Left
  /CalGrayProfile (Dot Gain 20%)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.1000
  /ColorConversionStrategy /LeaveColorUnchanged
  /DoThumbnails true
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams true
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 300
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 300
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 1200
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /CreateJDFFile false
  /Description <<

    /BGR <>
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000500044004600206587686353ef901a8fc7684c976262535370673a548c002000700072006f006f00660065007200208fdb884c9ad88d2891cf62535370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef653ef5728684c9762537088686a5f548c002000700072006f006f00660065007200204e0a73725f979ad854c18cea7684521753706548679c300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /CZE <>
    /DAN <>
    /DEU <>
    /ESP <>
    /ETI <>
    /FRA <>
    /GRE <>

    /HRV <>
    /HUN <>
    /ITA <>
    /JPN <>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020b370c2a4d06cd0d10020d504b9b0d1300020bc0f0020ad50c815ae30c5d0c11c0020ace0d488c9c8b85c0020c778c1c4d560002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /LTH <>
    /LVI <>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken voor kwaliteitsafdrukken op desktopprinters en proofers. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /POL <>
    /PTB <>
    /RUM <>
    /RUS <>
    /SKY <>
    /SLV <>
    /SUO <>
    /SVE <>
    /TUR <>
    /UKR <>
    /ENU (Use these settings to create Adobe PDF documents for quality printing on desktop printers and proofers.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
  >>
  /Namespace [
    (Adobe)
    (Common)
    (1.0)
  ]
  /OtherNamespaces [
    <<
      /AsReaderSpreads false
      /CropImagesToFrames true
      /ErrorControl /WarnAndContinue
      /FlattenerIgnoreSpreadOverrides false
      /IncludeGuidesGrids false
      /IncludeNonPrinting false
      /IncludeSlug false
      /Namespace [
        (Adobe)
        (InDesign)
        (4.0)
      ]
      /OmitPlacedBitmaps false
      /OmitPlacedEPS false
      /OmitPlacedPDF false
      /SimulateOverprint /Legacy
    >>
    <<
      /AddBleedMarks false
      /AddColorBars false
      /AddCropMarks false
      /AddPageInfo false
      /AddRegMarks false
      /ConvertColors /NoConversion
      /DestinationProfileName ()
      /DestinationProfileSelector /NA
      /Downsample16BitImages true
      /FlattenerPreset <<
        /PresetSelector /MediumResolution
      >>
      /FormElements false
      /GenerateStructure true
      /IncludeBookmarks false
      /IncludeHyperlinks false
      /IncludeInteractive false
      /IncludeLayers false
      /IncludeProfiles true
      /MultimediaHandling /UseObjectSettings
      /Namespace [
        (Adobe)
        (CreativeSuite)
        (2.0)
      ]
      /PDFXOutputIntentProfileSelector /NA
      /PreserveEditing true
      /UntaggedCMYKHandling /LeaveUntagged
      /UntaggedRGBHandling /LeaveUntagged
      /UseDocumentBleed false
    >>
  ]
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [595.440 793.440]
>> setpagedevice


